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FS 1000 — MATERIALS DETAILS

Aggregate Inspection
Historical 1999 Spec Guidance
Historical 2004 Spec Guidance
Qualified Dust Suppressant Additives

Aggregate for Asphaltic Concrete
Historical pre-2006 Spec Guidance
Qualified Mineral Filler for SMA

Aggregate for Seal Coats
Historical pre-2006 Spec Guidance

Graded Aggregate for Bituminous Surfaces
Historical pre-2006 Spec Guidance

Aggregate for Concrete
Historical pre-2006 Spec Guidance

Aggregate for Surfacing
Historical pre-2006 Spec Guidance

Aggregate for Base
Historical pre-2006 Spec Guidance

No Specification

Aggregate for Drainage
Historical pre-2006 Spec Guidance

Select Granular Backfill for Structural Systems

Geotextile
Qualified Erosion Control Blankets
Pre-Qualifed Geosynthetic Material

Unbonded Concrete Overlay Interlayer

Geocomposite Drainage Material

@o—r CONSTRUCTION & MATERIALS

EPG 1001
FS-1001-1999
FS-1001-2004
FS-1001 Table 1

EPG 1002.1
FS-1002 Pre-2006
FS-1002 Table 1

EPG 1003.1
FS-1003 Pre-2006

EPG 1004.1
FS-1004 Pre-2006

EPG 1005.1
FS-1005 Pre-2006

EPG 1006.1
FS-1006 Pre-2006

EPG 1007.1
FS-1007 Pre-2006

FS-1008

EPG 1009.1
FS-1009 Pre-2006

FS-1010 No Content
EPG 1011.1
FS-1011 Table 1
FS-1011 Table 2
FS-1011 Table 3

FS-1012 No Content


http://epg.modot.org/index.php?title=Category:1001_General_Requirements_for_Material
http://epg.modot.org/index.php?title=Category:1002_Aggregate_for_Asphaltic_Concrete#1002.1_Procedure
http://epg.modot.org/index.php?title=Category:1003_Aggregate_for_Seal_Coats#1003.1_Procedure
http://epg.modot.org/index.php?title=Category:1004_Graded_Aggregate_for_Bituminous_Surface
http://epg.modot.org/index.php?title=Category:1005_Aggregate_for_Concrete#1005.1_Procedure
http://epg.modot.org/index.php?title=Category:1006_Aggregate_for_Surfacing#1006.1_Procedure
http://epg.modot.org/index.php?title=Category:1007_Aggregate_for_Base#1007.1_Procedure
http://epg.modot.org/index.php?title=Category:1009_Aggregate_for_Drainage#1009.1_Procedure
http://epg.modot.org/index.php?title=Category:1011_Geotextile#1011.1_Apparatus
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Miscellaneous Drainage Material
No Specification

Bituminous Material
Qualified Bituminous Materials Sources
Qualified PG Binder Sources and Labs
Qualified GTR Binder Sources and Labs

No Specification

Ground Granulated Blast Furnace Slag
Qualified GGBFS Sources

Fly Ash for Concrete
Qualified Fly Ash Sources

Cement
Qualified Cement Sources
Qualified Cement Processing Additions

Corrugated Metallic-Coated Steel Culvert Pipe,
Pipe-Arches and End Sections
Historical 1999 Spec Guidance

EPG 1013.1

FS-1014

EPG 1015.1

FS-1015 Table 1
FS-1015 Table 2
FS-1015 Table 3

FS-1016

EPG 1017.1
FS-1017 Table 1

EPG 1018.1
FS-1018 Table 1

EPG 1019.1
FS-1019 Table 1
FS-1019 Table 2

EPG 1020.1

FS-1020 — 1999

Corrugated Metal Pipe (CMP) Inspection Guide FS-1020 Appendix A
Qualified Brands and Manufacturers of Galvanized
(Zinc-Coated) Steel Sheet
Qualified Brands and Manufacturers of Aluminum
Coated Steel Sheet FS-1020 Table 2
Sampling Corrugated Metallic-Coated Steel Sheets FS-1020 Table 3
Sampling Base Metal Sheets or Coils FS-1020 Table 4
Qualified Fabricators of Corrugated Metallic-Coated Steel
Culvert Pipe, Pipe-Arches, and End Sections FS-1020 Table 5

FS-1020 Table 1

Bituminous-Coated Corrugated Metal Culvert
Pipe and Pipe-Arches
QC/QA Bituminous-Coated Metal Culvert Pipe

EPG 1021.1
FS-1021 Table 1

Corrugated Metallic-Coated Steel Pipe Underdrain EPG 1022.1
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http://epg.modot.org/index.php?title=Category:1013_Miscellaneous_Drainage_Material#1013.1_Apparatus
http://epg.modot.org/index.php?title=Category:1015_Bituminous_Material
http://epg.modot.org/index.php?title=Category:1017_Ground_Granulated_Blast_Furnace_Slag#1017.1_Apparatus
http://epg.modot.org/index.php?title=Category:1018_Fly_Ash_for_Concrete#1018.1_Apparatus
http://epg.modot.org/index.php?title=Category:1019_Cement#1019.1_Apparatus
http://epg.modot.org/index.php?title=Category:1020_Corrugated_Metallic-Coated_Steel_Culvert_Pipe%2C_Pipe-Arches_and_End_Sections#1020.1_Apparatus
http://epg.modot.org/index.php?title=Category:1021_Bituminous-Coated_Corrugated_Metal_Culvert_Pipe_and_Pipe-Arches#1021.1_Apparatus
http://epg.modot.org/index.php?title=Category:1022_Corrugated_Metallic-Coated_Steel_Pipe_Underdrain#1022.1_Apparatus
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Structural Plate Pipe and Pipe-Arches EPG 1023.1
Qualified Fabricators of Structural Steel Pipe and
Pipe-Arches FS-1023 Table 1
Corrugated Aluminum Alloy Culvert Pipe and Corrugated Aluminum
Alloy Structural Plate EPG 1024.1
Aluminum Alloy Sheet Manufacturers FS-1024 Table 1
Corrugated Aluminum Alloy Pipe Underdrains EPG 1025.1
Reinforced Concrete Culvert Pipe EPG 1026.1
Historical 1999 Spec Guidance FS-1026 — 1999

Reinforced Concrete Pipe (RCP) Inspection Guide FS-1026 Appendix A
Qualified Fabricators of Reinforced Concrete Culvert

Pipe FS-1026 Table 1
Polymer-Coated Corrugated Metal Culvert Pipe and
Pipe-Arches EPG 1027.1
QC/QA Polymer-Coated Corrugated Metal Culvert
Pipe FS-1027 Table 1
Corrugated Polyvinyl Chloride Culvert Pipe EPG 1028.1
Corrugated Polyvinyl Chloride (PVC) Inspection
Guide FS-1028 Appendix A
QC/QA Corrugated Polyvinyl Culvert Pipe FS-1028 Table 1

Fabricating Prestressed Concrete Members for Bridges EPG 1029.1

Vitrified Clay Sewer and Culvert Pipe EPG 1030.1
Prequalified Trench Drain Manufacturers FS-1030 Table 1
Clay Drain Tile EPG 1031.1
Precast Concrete Flared End Sections EPG 1032.1
Certified Fabricators of Precast Concrete Flared End
Sections FS-1032 Table 1
Precast Drainage Units EPG 1033.1
Reinforced Concrete Elliptical Culvert Pipe EPG 1034.1

@o—r CONSTRUCTION & MATERIALS


http://epg.modot.org/index.php?title=Category:1024_Corrugated_Aluminum_Alloy_Culvert_Pipe_and_Corrugated_Aluminum_Alloy_Structural_Plate#1024.1_Apparatus
http://epg.modot.org/index.php?title=Category:1025_Corrugated_Aluminum_Alloy_Pipe_Underdrains#1025.1_Apparatus
http://epg.modot.org/index.php?title=Category:1026_Reinforced_Concrete_Culvert_Pipe#1026.1_Apparatus
http://epg.modot.org/index.php?title=Category:1027_Polymer-Coated_Corrugated_Metal_Culvert_Pipe_and_Pipe-Arches#1027.1_Apparatus
http://epg.modot.org/index.php?title=Category:1028_Corrugated_Polyvinyl_Chloride_Culvert_Pipe#1028.1_Apparatus
http://epg.modot.org/index.php?title=Category:1029_Fabricating_Prestressed_Concrete_Members_for_Bridges#1029.1_Apparatus
http://epg.modot.org/index.php?title=Category:1030_Vitrified_Clay_Sewer_and_Culvert_Pipe#1030.1_Apparatus
http://epg.modot.org/index.php?title=Category:1031_Clay_Drain_Tile#1031.1_Apparatus
http://epg.modot.org/index.php?title=Category:1032_Precast_Concrete_Flared_End_Sections#1032.1_Apparatus
http://epg.modot.org/index.php?title=Category:1033_Precast_Drainage_Units
http://epg.modot.org/index.php?title=Category:1034_Reinforced_Concrete_Elliptical_Culvert_Pipe#1034.1_Apparatus
http://epg.modot.org/index.php?title=Category:1023_Structural_Plate_Pipe_and_Pipe-Arches#1023.1_Apparatus
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Reinforced Concrete Arch Culvert EPG 1035.1

Reinforcing Steel for Concrete EPG 1036.1
Qualified Epoxy Powders FS-1036 Table 1
Reinforcing Steel Pre-Acceptance List 1036 PAL

Shear Connectors EPG 1037.1
Qualified Mfrs Shear Connectors FS-1037 Table 1

Bearing Pads For Structures EPG 1038.1

Epoxy Resin Material EPG 1039.1
Qualified Type Il Epoxy FS-1039 Table 1
Qualified Type Il Epoxy FS-1039 Table 2
Qualified Bonding Agents For Dowels FS-1039 Table 3
Qualified Manufacturers and Brand Names of Epoxy Resin Material

for Polymer Concrete Overlay FS-1039 Table 4

Qualified Epoxy Agents for Resin Anchor Systems FS-1039 Table 5
Qualified Polymer Concrete FS-1039 Table 7

Guardrail, End Terminals, One-Strand Access
Restraint and Three-Strand Guard Cable Material EPG 1040.1
Qualified Guardrail Fabricators Brand Registration & Guarantee

on File FS-1040 Table 1
Sampling Requirements EPG 1040.1
Qualified Type A Crashworthy End Terminals FS-1040 QPL
Qualified Type B Crashworthy End Terminals FS-1040 QPL
Qualified Type C Crashworthy End Terminals FS-1040 QPL
Qualified Type D Crashworthy End Terminals FS-1040 QPL
Qualified Type E Crashworthy End Terminals FS-1040 QPL
Qualified Plastic Guardrail Blocks FS-1040 Table 6
Qualified Sand Barrel Systems Moved to FS-612

Qualified Systems for JSP Median Guard Cable  FS-1040 Table 8
Prequalified Guardrail, Fence and Posts Material Suppliers
FS-1040 Table 9

Qualified Fabricators of Polypropylene Pipe FS-1041 Table 1
Highway Sign Material FS-1042 No Content
Qualified Reflective Sheeting for Permanent Traffic Control
Devices FS-1042 Table 1
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http://epg.modot.org/index.php?title=Category:1036_Reinforcing_Steel_for_Concrete#1036.1_Procedures
http://epg.modot.org/index.php?title=Category:1037_Sheer_Connectors#1037.1_Apparatus
http://epg.modot.org/index.php?title=Category:1038_Bearing_Pads_for_Structures#1038.1_Apparatus
http://epg.modot.org/index.php?title=Category:1039_Epoxy_Resin_Material#1039.1_Apparatus
http://epg.modot.org/index.php?title=Category:1040_Guardrail%2C_End_Terminals%2C_One-Strand_Access_Restraint_Cable_and_Three-Strand_Guard_Cable_Material#1040.1_Apparatus
http://epg.modot.org/index.php?title=Category:1040_Guardrail%2C_End_Terminals%2C_One-Strand_Access_Restraint_Cable_and_Three-Strand_Guard_Cable_Material#1040.1_Apparatus
http://epg.modot.org/index.php?title=Category:1035_Reinforced_Concrete_Arch_Culvert
http://www.modot.org/business/standards_and_specs/endterminals.htm
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Qualified Reflective Sheeting for Temporary Traffic Control

Devices (MGS’s) FS-1042 Table 2
Fence Material EPG 1043.1
Fence Material - Sampling FS-1043 Table 1
Zinc Plus Organic Coated Steel Members for
Fence Removed
Posts for Markers and Delineators EPG 1044.1
Paint for Structural Steel EPG 1045.1
Qualified Aluminum Epoxy Mastic Paint FS-1045 Table 5
Qualified High Solids Inorganic Zinc Silicate Paints FS-1045 Table 6
Qualified Epoxy\Polyurethane Paints FS-1045 Table 7
Qualified Waterborne Acrylic Paints FS-1045 Table 8
Qualified Gray Epoxy-Mastic Primer FS-1045 Table 9
Qualified Calcium Sulfonate Overcoat Systems FS-1045 Tablel0
Qualified Polysiloxane Paints FS-1045 Tablell
Pipe Liner EPG 1046.1
Type Il Pipe Liner FS-1046 Table 1
Qualified Mfr and Brand Names ASTM D 1248, Type lll, Category 5,
Class C, Grade P34 HDPE Pipe Liner FS-1046 Table 2
Corrugated Polyethylene Culvert Pipe EPG 1047.1

Polyethylene Pipe (HDPE) Pipe Inspection Guide FS-1047 Appendix A
Qualified Fabricators of Corrugated Polyethylene Culvert

Pipe FS-1047 Table 1
Qualified Fabricators of Steel Reinforced Corrugated

Polyethylene Culvert Pipe FS-1047 Table 2

Pavement Marking Material EPG 1048.1

Qualified Type 1 and Type 2 Preformed Marking

Tape FS-1048 Table 1
Qualified Acrylic Co-Polymer Traffic Marking Paint or Acrylic

Co-Polymer Fast Dry Traffic Marking Paint FS-1048 Table 2
Qualified Preformed Removable Pavement Marking

Tapes FS-1048 Table 3
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http://epg.modot.org/index.php?title=Category:1044_Posts_for_Markers_and_Delineators#1044.1_Apparatus
http://epg.modot.org/index.php?title=Category:1045_Paint_for_Structural_Steel#1045.1_Apparatus
http://epg.modot.org/index.php?title=Category:1046_Pipe_Liner#1046.1_Apparatus
http://epg.modot.org/index.php?title=Category:1047_Corrugated_Polyethylene_Culvert_Pipe#1047.1_Apparatus
http://epg.modot.org/index.php?title=Category:1048_Pavement_Marking_Material#1048.1_Apparatus
http://epg.modot.org/index.php?title=Category:1043_Fence_Material#1043.1_Apparatus
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Qualified Preformed Short Term Pavement Marking

Tapes

FS-1048 Table 4

Qualified Extruded Thermoplastic Pavement Marking

Materials

FS-1048 Table 5

Qualified Drop On Glass Beads for Pavement Marking

Material

FS-1048 Table 6

Qualified Hot Spray Thermoplastic Pavement Marking

Material

FS-1048 Table 7

Qualified Manufacturers of High Build Acrylic Waterborne

Pavement Marking Paint
Qualified Epoxy Traffic Marking Paint
Qualified Temporary Raised Pavement Markers
Qualified (Perm) Snowplowable Raised Markers
Qualified Manufacturers of Acrylic Waterborne
Pavement Marking Paint
Qualified Manufacturers of Cold Weather Acrylic
Waterborne Pavement Marking Paint

Precast Concrete Box Culverts
Historical 1999 Spec Guidance

Lumber, Timber, Piling, Posts and Poles
Qualified Wood Inspection Agencies

Slotted Drain
Mechanically Stabilized Earth Wall System Components
Concrete Sealer

Concrete Sealer Pre-Acceptance List

Qualified Silane Sealers for Concrete

Concrete Sealer MSP 07-01 Pre-Qualified List

Concrete Admixtures
Concrete Admixtures Pre-Acceptance List

Concrete Curing Material
Concrete Curing Materials Pre-Acceptance List

Concrete Tinting Material
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FS-1048 Table 8
FS-1048 Table 9
FS-1048 Table 10
FS-1048 Table 11

FS-1048 Table 12

FS-1048 Table 13

EPG 1049.1
FS-1049 — 1999

EPG 1050.1
FS-1050 Table 1

FS-1051

FS-1052 No Content

EPG 1053.1
1053 PAL
FS-1053 Table 1
1053 MSP List

EPG 1054.1
1054 PAL

EPG 1055.1
1055 PAL

FS-1056


http://epg.modot.org/index.php?title=Category:1049_Precast_Concrete_Box_Culverts
http://epg.modot.org/index.php?title=Category:1050_Lumber%2C_Timber%2C_Piling%2C_Posts_and_Poles#1050.1_Apparatus
http://epg.modot.org/index.php?title=Category:1053_Concrete_Sealer#1053.1_Apparatus
http://epg.modot.org/index.php?title=Category:1054_Concrete_Admixtures#1054.1_Apparatus
http://epg.modot.org/index.php?title=Category:1055_Concrete_Curing_Material#1055.1_Apparatus

Material for Joints
Material for Joints Pre-Acceptance List

Polyethylene Sheeting

Qualified Brand Names and Manufacturers of

Polyethylene Sheeting

Protective Coating Material

Qualified Protective Coating-Concrete Bents and

Piers (Urethane)

Qualified Protective Coating-Concrete Bents and

Piers (Epoxy)
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EPG 1057.1
1057 PAL

EPG 1058.1

FS-1058 Table 1

EPG 1059.1

FS-1059 Table 1

FS-1059 Table 2

Qualified Concrete and Masonry Protective SystemFS-1059 Table 3

Qualified Sacrificial Graffiti Protection System

FS-1059 Table 4

Qualified Temporary Coating-Concrete Bents and Piers

(Weathering Steel)
Electrical Conduit
Electrical Conductors
Pull and Junction Boxes
Temporary Traffic Control Devices
Temporary Concrete Traffic Barrier
Concrete Traffic Barrier Delineators

Mortars and Grout
Qualified Non-Metallic Expansive Mortars

ADA Compliance & Truncated Domes
Qualified Truncated Domes, Cast In Place
(Table 1 and 2 were combined)

No Specification
No Specification

Water
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FS-1059 Table 5

EPG 1060.1

FS-1061 No Content

EPG 1062.1

EPG 1063.1

FS-1064

FS-1065 No Content

EPG 1066.1
FS-1066 Table 1

FS-1067

FS-1067 Table 1

FS-1068
FS-1069

EPG 1070.1


http://epg.modot.org/index.php?title=Category:1060_Electrical_Conduit
http://epg.modot.org/index.php?title=Category:1062_Pull_and_Junction_Boxes#1062.1_Apparatus
http://epg.modot.org/index.php?title=Category:1063_Temporary_Traffic_Control_Devices#1063.1_Apparatus
http://epg.modot.org/index.php?title=Category:1066_Mortars_and_Grout
http://epg.modot.org/index.php?title=Category:1070_Water
http://epg.modot.org/index.php?title=Category:1059_Protective_Coating_Material#1059.1_Apparatus
http://epg.modot.org/index.php?title=Category:1058_Polyethylene_Sheeting
http://epg.modot.org/index.php?title=Category:1057_Material_for_Joints#1057.1_Apparatus

Contacts
(Page 8 of 9)
(Rev. 06-23-16)

Asphalt Release Agents, Fiber Additives And Liquid Anti-Strip

Additives

EPG 1071.1

Asphalt Release Agents and Additives Pre-Acceptance

List

No Specification

Joint Material for Structures
Qualified Preformed Compression Seals
Qualified Strip Seals
Qualified Expanded or Extruded Polystyrene

Material

No Specification

Centrifugally-Cast Fiberglass-Reinforced Polymer

Motor Pipe

No Specification
No Specification
No Specification
No Specification

Structural Steel Fabrication
Bridge Fabrication Report

Coating of Structural Steel

No Specification
No Specification
No Specification
No Specification
No Specification
No Specification
No Specification
No Specification
No Specification

Lighting Equipment
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1071 PAL
FS-1072

EPG 1073.1
FS-1073 Table 1
FS-1073 Table 2

FS-1073 Table 3

FS-1074

FS-1075 No Content

FS-1076
FS-1077
FS-1078
FS-1079

FS-1080 No Content
MS Office Template
FS-1081 No Content

FS-1082
FS-1083
FS-1084
FS-1085
FS-1086
FS-1087
FS-1088
FS-1089
FS-1090

FS-1091 No Content


http://epg.modot.org/index.php?title=Category:1073_Joint_Material_for_Structures#1073.1_Apparatus
http://epg.modot.org/index.php?title=Category:1071_Asphalt_Release_Agents%2C_Fiber_Additives_and_Liquid_Anti-strip_Additives#1071.1_Apparatus
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Signal Equipment FS-1092 No Content
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